
Material Ratio
Type Thickness [mil] Total Weight [g] Backing Weight [g] Fiber Weight [g] Thickness [mil] Weight [g] Post/Pre Cure Mass

CN60 UDT (1) 5.0 60.0 27.9 32.2 3.7 32.0 99.3% 115 80
CN60 UDT (2) 5.0 59.7 27.6 32.1 3.7 31.7 98.9% 114 80
YSH80 UDT 5.0 60.4 27.6 32.8 3.5 32.5 99.1% 117 80
AQ II UDT 5.0 60.8 27.1 33.7 3.5 34.7 103.1% 125 80
AQ Mat (prepreg) 8.0 30.9 9.1 21.8 11.0 21.4 97.9% 230 34
AQ Mat (dry) 3.5 2.0 0.0 2.0 1.0 2.0 100.0% 22 17
CN60 PW Cloth 15.0 54.9 13.2 41.7 15.8 41.3 99.2% 445 300

Precure Postcure Areal Weight [gsm] Ordered Weight [gsm]


